


Supplementary information
Table S1. Standard deviation of absorption
	Sample
	Standard deviation of absorption

	PE
	0.0462

	PE/C1-1
	0.1425

	PE/C1-5
	0.0413

	PE/C2-0.5
	0.0933

	PE/C2-1
	0.0275

	PE/C2-5
	0.0852

	PE/C3-0.5
	0.0288

	PE/C3-1
	0.0441

	PE/C3-5
	0.0085

	PE/FF2-20/C1-1
	0.0409

	PE/FF2-20/C3-1
	0.0992

	PE/HF2-10/C1-1
	0.0571

	PE/HF2-10/C2-1
	0.0843

	PE/HF2-10/C3-1
	0.0006

	PE/FF2-20/C2-2.5
	0.0701

	PE/HF2-20/C2-2.5
	0.0035

	PE/HF2-20/C2-5
	0.0317

	PE/FF5-10
	0.0412

	PE/FF5-20
	0.0082

	PE/FF5-30
	0.0165

	PE/FF2-10
	0.0599

	PE/FF2-20
	0.1252

	PE/FF2-30
	0.0219

	PE/HF2-10
	0.0681

	PE/HF2-20
	0.0191

	PE/HF2-30
	0.0728

	PE/HF10-10
	0.0835

	PE/FF10-10
	0.0041

	PE/HF5-10
	0.0366

	PE/HF5-20
	0.0472

	PE/HF5-30
	0.0903
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